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Abstract: Water is basic necessity of man. Fresh water sources are considered to be rivers, lakes and underground water 

reservoirs. Although, more than two-third of the earth is covered with water and remaining of the earth is land. However, the 

use of water from such sources is always not good, because of the polluted environment. All over the world, accessing of 

portable water to the people is narrowing and decreased day by day. Most of the human diseases are due to polluted or un-

purified water.  Nowadays, each and every country facing a problem of huge water scarcity because of pollution created by 

manmade activities. Under these circumstances, search for other sources becomes a must. A system is needed which supplies 

pure water without effecting the ecosystem and environment friendly. Adequate quality and reliability of drinking water supply 

is a fundamental need of all people on the earth. Fresh water, which was obtained from rivers, lakes and ponds, is becoming 

scarce because of industrialization and population explosion. The sun is regarded as the source of energy for its constant 

duration and hygienic state and its remarkable efficiency of not polluting the environment, as other kinds of energy like coal, 

oil that cause the pollution of atmosphere and environment. Water purification using solar energy has become more popular 

because it is eco-friendly and cost effective. A solar still is commonly used device for water purification and it doesn’t require 

any electricity for distillation of water. A variety of solar distillation devices have been developed with different materials and 

in different shapes in different location to improve the efficiency of solar distillation. This article communicate about the 

distillation of solar still by using different methods in different areas to improve the efficiency of the solar still. 

Keywords: Renewable Energy, Water, Solar Energy, Phase Change Materials, Energy Storage Materials 

 

1. Introduction 

Energy is an essential factor for the social and economic 

development of the societies. Renewable energy is accepted as 

a key source for the future on this earth. The combined effects 

of the deflection of fossil fuels and the gradually emerging 

consciousness about environmental degradation have given the 

first priority to the use of renewable alternative energy 

resources in the 21
st
 century. All of renewable, solar thermal 

energy is considered to be practically unlimited in the long 

term and is a very abundant  resource in the world. Many 

conventional and non-unconventional techniques have been 

developed for purification of saline water. Among these water 

purification systems, solar distillation proves to be economical 

and eco-friendly technique. 

 

Fig. 1. Active type solar still. 

There are two different types of solar systems; those are 

active type and passive type. The parameters which are 
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affecting the solar still are; water depth in the basin, material of 

the basin, wind velocity, solar radiation, inclination angle of 

glass cover and ambient temperature. The yield of water from 

the solar still is depend on the temperature difference between 

the water in the solar still or basin and glass cover inner side 

temperature. The yield from solar still is directly proportional 

to the temperature difference of water in solar still and in side 

of the glass cover. 

 

Fig. 2. Passive type solar still. 

In a passive solar still, the solar radiation is received 

directly by the basin or solar still water and is only source of 

energy for raising the water temperature, so the evaporation 

leading to a lower productivity of pure water. In active type 

solar system extra thermal energy is supplied to the basin 

through an external mode to increase the evaporation rate and 

productivity of pure water. Passive solar systems give lower 

yield when comparing with active solar systems. 

Among the non conventional methods to disinfect the 

polluted water, the most prominent method is solar 

distillation. The solar distillation method is more attractive 

than other methods. This method require simple technology 

as no skilled workers needed, low maintenance and it can be 

used anywhere without problems. The work done by 

previous researchers in obtaining distilled water using solar 

energy is listed below: 

1.1. Literature Review 

Al Hamadani A.A.F and Shukla S.K (2011) conducted 

experimental investigations on a solar still with lauric acid as 

phase change material (PCM). They found that the higher 

mass of PCM with lower mass of water in solar still basin 

increases the daily productivity and the efficiency. The 

distillate productivity at night and on day for solar still 

without PCM 30% to 35% and with PCM increased by 127%. 

El Sebaii A.A (2009) et al, studied the still performance 

with and without the stearic acid as PCM by computer 

simulation on summer and winter days. He concluded as 

after sunset, the stearic acid (PCM) as a heat source for the 

basin water until sun rise in the early morning hours of the 

next day. The PCM becomes more effective at lower masses 

of basin water during the winter. On a summer day, the daily 

productivity of the still is higher with PCM. 

Mona M Naim and Mervat A Abd El Kawi (2002) had 

constructed a single stage solar still that made use of phase 

change energy storage mixer. They found that the use of an 

energy storage material led to a larger productivity of 

distilled water and that the larger the concentration of the 

saline water, lower the productivity. Also higher flow rate 

and high inlet saline water temperature improved the still 

efficiency. 

Nijmeh S, Odeh S and Akash B (2005), experimentally 

studied a single basin solar still using various absorbing 

materials like violet dye, charcoal, potassium permanganate 

(KMnO4) and potassium dichromate (K2Cr2O7). The best 

result obtained by violet dye i.e. 29%. 

Swetha K and Venugopal J (2011), experimentally studied 

on a single slope single basin solar still by adding a heat 

reservoir under the liner of the basin using Lauric Acid as a 

phase change material. They observed that 13% increment 

when the still is used with sand as heat reservoir and 36% 

increment when the still is used with Lauric Acid as PCM. 

From the literature review it is observed that, experimental 

investigations were conducted on solar distillation by 

previous researchers using energy absorbing materials like 

gravels, sponge, charcoal etc. But the investigations using 

phase change materials are less. The advantage of using 

phase change materials is, they are better in energy absorbing 

as well as release of energy. The energy absorbed by PCM 

during day time is reduced after sunset, to maintain constant 

temperature of water in solar still. This helps in increasing 

the productivity of solar still. Hence, present experimental 

investigations are conducted using PCMs sodium sulphate 

(Na2SO4), sodium acetate (C2H3NaO2) and potassium 

permanganate (KMO4) used. 

1.2. Experimental Work 

 

Fig. 3. Single slope solar still. 

Figure 3 presents a schematic diagram of the solar still 

used in the present experimental study. It consists of a 

stainless steel basin which has an effective area of 1m
2
. This 

solar still is made of stainless steel with all dimensions in cm 

as shown in figure 3. The stainless steel sheet has a thickness 

of 0.8mm. It consists of a top cover of transparent glass with 

a tilt of 32
0
 and is coated with black paint to absorb the 

maximum possible solar energy. This solar still faces south 

direction. The entire assembly is made air tight with the help 

of rubber gasket and clamps. Water enters the basin through 

an inlet valve. 
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To maintain constant water level of 8 cm, a floater is 

arranged inside the solar still. The distilled water is 

condensed on the inner surface of glass cover and runs along 

its lower edge. The distillate was collected in a bottle and 

measured by a graduated cylinder. Thermocouples were 

located at different places of the solar still to measure 

temperatures such as outside glass cover, inside glass cover, 

basin water temperature, vapor temperature and ambient 

temperature. In this experiment, potassium dichromate 

(K2Cr2O7), sodium acetate (CH3COONa) and Potassium 

Dichromate (KMO4) are used as phase change materials. To 

enhance the performance of solar still, all the experimental 

works conducted in the month of February in Hyderabad, 

India. 

1.3. Principle of Solar Desalination 

A basin of solar still has a thin layer of water, a transparent 

glass cover that covers the basin and channel for collecting 

the distillate water from solar still. The glass transmits the 

sun rays through it and saline water in the basin or solar still 

is heated by solar radiation which passes through the glass 

cover and absorbed by the bottom of the solar still. In a solar 

still, the temperature difference between the water and glass 

cover is the driving force of the pure water yield. It 

influences the rate of evaporation from the surface of the 

water within the basin flowing towards condensing cover. 

Vapour flows upwards from the hot water and condense. This 

condensate water is collected through a channel. 

1.4. Measuring Instruments 

Pyranometer, Multimeter, Glass beaker, Pt-100 type 

thermocouples and infrared thermometer. Pyranometer is 

used to measure the direct solar radiation and diffused 

radiation. Glass beaker is used to measure the distillate water 

from the solar still. Pt-100 type thermocouples are used to 

measure the temperature of water which is in the basin or 

solar still, inclined glass cover inside and outside 

temperatures. Infrared thermometer is used for measuring the 

atmospheric temperature. 

1.5. Results and Discussion 

 

Fig. 4. Variation Solar Radiation with Time. 

 

Fig. 5. Variation of Basin Temperature with Time. 

 

Fig. 6. Variation Water Temperature with Time. 

 

Fig. 7. Variation of Vapour Temperature with Time. 

 

Fig. 8. Variation of Glass Cover inside Temperature with Time. 
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Fig. 9. Variation of Glass Cover outside Temperature with Time. 

2. Conclusions 

Energy and water are the basic necessity for all of us to 

lead a normal life on this beautiful earth. Solar energy 

technologies and its usage are very important and useful for 

the developing and under developed countries to sustain their 

energy needs. The use of solar energy in distillation process 

is one of the best applications of renewable energy. The solar 

stills are user friendly to the human being in the nature. 

The present study focuses on the design and fabrication of 

efficient solar distillation system. It is more economical, 

therefore, to store water rather than store energy. It is 

beneficial in the cases of unavailability of electrical energy / 

fuel energy. Producing fresh water by a solar still with its 

simplicity would be one of the best solutions to supply fresh 

water with no technical facilities. 

In this present experimental study, presence of Potassium 

Permanganate (KMO4) in water could provide better yield 

when compared to that of Sodium acetate (C2H3NaO2) and 

Potassium Dichromate (K2Cr2O7) used as Phase Change 

Material. This may be due to the melting point temperature 

of Potassium Permanganate (KMO4) is 240
0
C, Sodium 

Accetate (324
0
C) is higher than that of sodium acetate 

(324
0
C). This experimental work conducted with Potassium 

Dichromate (K2Cr2O7), Sodium Acetate (C2H3NaO2) 

conducted in winter season and with Potassium 

Permanganate (KMO4) was conducted in summer season. So, 

in summer temperature is more and more comparing with 

winter. 

It has been demonstrated that the productivity of a solar 

still can be greatly enhanced by the use of phase chance 

materials. Future work should be directed towards preheating 

the saline water, preheating the saline water at different 

temperatures, solar still with flat plate collectors and solar 

still with flat plate collector using different phase change 

materials. 

From the literature review, it is observed that, previous 

researchers conducted experimental investigations on 

obtaining distilled water with the help of solar energy in the 

presence of flat plate collectors, Phase Change Materials 

(PCM), mirrors, dyes, reflectors, cooling systems etc. But the 

work using combination of sun tracking system (single axis 

or double axis) coupled with PCM, dyes, sponges and nano-

materials are limited. Hence, there is a scope to conduct 

experimental investigations on this topic. 

 

References 

[1] Al-Hamadani.A.A.F and Shukla.S.K, “Water Distillation Using 
Solar Energy System with Lauric Acid as Storage Medium”, 
International Journal of Energy Engineering 1(1): 1-8, 2011. 

[2] El-Sebaii.A.A, Al-Ghamdi.A.A, Al-Hazmi.F.S and Adel S 
Faidah, “Thermal performance of a single basin solar still 
with PCM as a storage medium”, Applied Energy, 86, 1187-
1195, 2009. 

[3] Hima Bindu Banoth, Bhramara Panithapu, Ravi Gugulothu, 
Naga Sarada Somanchi, Devender G, Devender V and 
Banothu Kishan, “A Review on Performance of Solar Still 
with Different Techniques”, Proceedings of International 
Conference on Renewable Energy and Sustainable 
Development (ICRESD 2014), pp: 393-398, 2014. 

[4] Mona M.Naim, Mervat A.Abd El Kawi, “Non conventional 
solar stills part 2. Non conventional solar stills with energy 
storage element”, Desalination 153, 71-80, 2002. 

[5] Nagasarada Somanchi, Hima Bindu Banoth, Ravi Gugulothu 
and Mohan Bukya, “A Review on Performance of Solar Still 
Coupled with Thermal Systems”, Proceedings of 2014 1st 
International Conference on Non Conventional Energy 
(ICONCE 2014), pp: 114-118, 2014. 

[6] Naga Sarada Somanchi, Hima Bindu Banoth, Ravi Gugulothu 
and Mohan Bukya, “A Review on Parametric Performance of 
Solar Still”, International Conference on Industrial 
Engineering Science and Applications-2014 (IESA-2014), 
Organized by Department of Electrical Engineering, NIT 
Durgapur, held on 2nd to 4th April, 2014. pp: 167-172, ISBN: 

978-93-80813-27-1. 

[7] Naga Sarada S, Banoth Hima Bindu, Sri Rama Devi R and 
Ravi Gugulothu, “Solar Water Distillation Using Two 
Different Phase Change Materials”, International Mechanical 
Engineering Congress 2014 (IMEC-2014), held at Department 
of Mechanical Engineering, NIT Tiruchurappalli, held on 13th 
– 15th June, 2014. 

[8] Naga Sarada S, Banoth Hima Bindu, Sri Rama Devi R and 
Ravi Gugulothu, “Solar Water Distillation Using Two 
Different Phase Change MAterials”, Applied Mechanics and 
Materials, Volume: 592-594, pp: 2409-2415, 2014. 

[9] Naga Sarada Somanchi, Sri Rama Devi R, Hima Bindu 
Banoth and Ravi Gugulothu, “A Review of Solar Water 
Distillation Techniques”, National Conference on Renewable 
and Sustainable Energy (NCRSE-2014) Organised by IST and 
JNTUH College of Engineering Hyderabad, held on 27th -28th 
June, 2014. 

[10] Naga Sarada Somanchi, Ravi Gugulothu, Sri Lalitha Swathi 
Sagi, Thotakura Ashish Kumar and Vijaya Koneru (2014), 
“Experimental Study of Solar Water Distillation Using Epsom 
Salt as Phase Change Material”, Fourth International 
Conference on Hydrology and Watershed Management, 
Organized by Centre for Water Resources, Institute of Science 
& Technology, Jawaharlal Nehru Technological University 
Hyderabad, held on 29th October to 1st November, 2014, pp: 
470-474. 

[11] Nijmeh.S, Odeh.S and Akash.B,  “Experimental and 
theoritical study of a single basin solar still in Jordan”, 
International Communications in Heat and Mass Transfer, 32, 
565-572, 2005. 



 International Journal of Energy and Power Engineering 2015; 4(5-1): 33-37  37 

 

[12] Rajendra Prasad.P, Padma Pujitha.B, Venkata Rajeev.G and 
Vikky.K, “Energy efficient Solar Water Still”, International 
Journal of ChemTech Research (IJCRGG), Vol.3, No.4, 
pp:1781-1787, Oct-Dec 2011. 

[13] Ravi Gugulothu, Naga Sarada Somanchi, Sri Rama Devi and 
Devender Vilasagarapu, “Experimental Study of Solar Still 
with Energy Storage Material”, International Conference on 
Industrial, Mechanical and Production Engineering: 
Advancements and Current Trends. Organized by Department 
of Mechanical Engineering, Maulana Azad National Institute 
of Technology (MANIT), Bhopal, held on 27th – 29th 
November, 2014, pp: 489-494. 

[14] Ravi Gugulothu, Naga Sarada Somanchi, R.Sri Rama Devi 
and Devender Vilasagarapu (2014), “Experimental Study of 
Solar Still with Energy Storage Material”, Journal of 
Sustainable Manufacturing and Renewable Energy, Volume 3, 
Number 1-2, ISSN: 2153-6821, Nova Science Publishers, Inc. 

[15] Ravi Gugulothu, Naga Sarada Somanchi, Sri Rama Devi R 
and Kishan Banothu (2014), “Solar Water Distillation Using 
Three Different Phase Change Materials”, Proceedings of 
“International Conference on Advances in Design & 
Manufacturing”, at NIT Tiruchirappalli, Tamil Nadu, India, 
held on 5th –7th December, 2014, pp: 961-965. 

[16] Ravi Gugulothu, Naga Sarada Somanchi, R.Sri Rama Devi 
and Hima Bindu Banoth (2015), “Experimental Investigations 
on Performance Evaluation of a Single Basin Solar Still Using 
Different Energy Absorbing Materials”, Proceedings of 
International Conference on Water Resources, Coastal and 
Ocean Engineering (ICWRCOE’2015), Organized by 
Department of Applied Mechanics and Hydraulics, National 
Institute of Technology, Karnataka, Surathkal on 12th-14th 
March, 2015. 

[17] Ravi Gugulothu, Naga Sarada Somanchi, R.Sri Rama Devi 
and Hima Bindu Banoth (2015), “Experimental Investigations 
on Performance Evaluation of a Single Basin Solar Still Using 

Different Energy Absorbing Materials”, Proceedings of 
International Conference on Water Resources, Coastal and 
Ocean Engineering (ICWRCOE’2015), Aquatic Procedia 4 
(2015), pp: 1483-1491. 

[18] Ravi Gugulothu, Naga Sarada Somanchi, Devender 
Vilasagarapu and Hima Bindu Banoth (2015), “Solar Water 
Distillation using Three Different Phase Change Materials”, 
4th International Conference on Materials Processing & 
Characterization, Organised by Department of Mechanical 
Engineering, Gokaraju Rangaraju Institute of Engineering and 
Technology, during 14th- 16th March, 2015. 

[19] Ravi Gugulothu, Naga Sarada Somanchi, Devender 
Vilasagarapu and Hima Bindu Banoth (2015), “Solar Water 
Distillation using Three Different Phase Change Materials”, 
Materials Today, Processdings of 4th International Conference 
on Materials Processing & Characterization. 

[20] Swetha K and Venugopal, “Experimental Investigation of a 
Single sloped still using PCM”, International Journal of 
Research in Environmental Science and Technology, 1(4), 30-
33, 2011. 

[21] Vijaya Kumar Reddy K, Naga Sarada Somanchi, Hima Bindu 
Banoth and Ravi Gugulothu (2014), “Experimental Study of 
Solar Still with Energy Storage Materials”, Proceedings of the 
ASME-2014, 12th Biennial Conference on Engineering 
Systems Design and Analysis (ESDA14), Organized by 
ASME at Copenhagen, Denmark, held on 25th- 27th June, 
2014, ISBN: 978-0-7918-4584-4. 

[22] Vijaya Kumar Reddy K, Naga Sarada Somanchi, Bellam 
Sudheer Premkumar, Hima Bindu Banoth, Ravi Gugulothu 
and Bellam Samuel Naveen, “Experimental Investigation on 
Performance Evaluation of A Single Basin Solar Still Using 
Different Energy Absorbing Materials”, Proceedings of the 
ASME 2014, 8th International Conference on Energy 
Sustainability, ES2014, held on Boston, Massachusetts, USA 
on 30th June – 2nd July, 2014. 

 


